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Step S11-Providing water

Step S12-Adding a conductive salt to the 

water to obtain a first solution

Step S13-Adding a complexing agent to the first 

solution to obtain a second solution

Step S14-Providing and mixing a copper salt and 

the water to obtain a paste copper salt, adding the 

paste copper salt slowly to the second solution, 

allowing a complexing reaction to occur between 

the copper salt and the complexing agent, and then 

performing weak electrolysis for a duration of 

time to obtain a third solution

Step S15-adding a compound type dispersant 

solution to the third solution to obtain a fourth 

solution

Step S16-adding a graphene to the fourth solution 

to obtain a composite plating solution
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