
The weatherability of a multilayer article comprising
a top layer and a substrate layer is enhanced by the
addition of a fiber in a thermoplastic polymer
substrate. The top layer includes at least one
thermoplastic polymer comprising structural units
derived from at least one 1,3-dihydroxybenzene and at
least one organodicarboxylic acid. Processes for
making the aforementioned multilayer article are also
provided in the present invention. 


