1/5

11
\' 18
O
2
v
0 AN
9 .
0
(o}
(o]
(o}

FIG. 1

>



2/5

FIG. 2



3/5

56 |

FIG. 3

'Y 54

FIG. 4



w
o
oo

4/5

300

/

---p

Remove Contaminants from
Component Using Laser Beam
Pulses

Optionally, Remove Portions Of
Oxide Layer And/Or Additive
Layer Using Laser Beam Pulses

Optionally, Inspect The
Component For Presence Of
Contaminants
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