
Compositions useful in separating molecules or catalytic conversions
comprise a substrate, a zeolite or zeolite-like layer, a selectivity
enhancing coating in contact with the zeolite layer and optionally a
permeable intermediate layer in contact with the substrate, the zeolite
layer being in contact either with the substrate or the optional
intermediate layer. 




