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o (57) Abstract: The present invention relates to a process by which a carboxylic acid/diol mixture is obtained from a carboxylic
acid/solvent slurry without isolation of a substantially dry carboxylic acid solid. More specifically, the present invention relates to a
process by which a terephthalic acid/ethylene glycol mixture is obtained from a terephthalic acid/solvent slurry without isolation of
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a substantially dry terephthalic acid solid.



