
Use of at least one friction modifier to reduce  micropitting of a metal
surface, which comprises lubricating  the metal surface with a lubricant
composition comprising the  at least one friction modifier, wherein the at
least one  friction modifier is selected such that micropitting.is  reduced
when the metal surface is so lubricated.    


