
Title: PROCESS FOR PRODUCTION OF A CARBOXYLIC
ACID/DIOL MIXTURE SUITABLE FOR USE IN  POLYESTER
PRODUCTION    [err]     Abstract: In this invention, a
process is provided by which a carboxylic acid/diol
mixture suitable as starting material for a  polyester
production is obtained from a decolorized carboxylic
acid solution without isolation of a substantially dry
carboxylic acid  solid. More specifically, in this
invention, a process is provided by which a
terephthalic acid/ethylene glycol mixture suitable as
start- ing material for a polyester production is
obtained from a decolorized terephthalic acid solution
without isolation of a substantially  dry terephthalic
acid solid. 


