
The invention relates to a process for printing textile fibre materials by
the ink-jet printing process, wherein the fibre materials are printed with
an aqueous ink comprising at least one disperse dye, an anionic copolymer
and/or a a nonionic block polymer and/or a dispersant, and to the inks
comprising these components.    


