
A polypropylene composition comprises by weight (a) 100 parts of a
crystalline propylene polymer having a melt flow rate (MFR) of at least 3.0
g/10, preferably 3.0 - 50g, minutes and a molecular weight distribution of
less than 5.0 and (b) 0.01 to 4.0, preferably 0.01 to 2.5 parts of a
crystalline ethylene polymer having a MFR of from 0.5 to 300 g/10 minutes,
a density of at least 0.910 g/cm , and a crystallization temperature of at
least 85[err] and which is at least 1[err] higher than the crystallization
temperature of the crystalline propylene polymer. The polymers can be
homopolymers or copolymers with an [err]-olefin. Other additives can be
included. By melt-extruding the composition there is produced a molding of
thickness 10 to 1000 [err] from which a film of thickness 10 to 100 [err]
can be provided, e.g. by T-die film forming.  The films are used for
heat-sealable packaging material.    


