
A process for the preparation of alkoxylated polymers comprising the steps
(i) preparation of a polymeric product (I) having at least one functional
group by radical copolymerization in a high temperature polymerization
process and (ii) contacting the polymeric product (I) having at least one
functional group obtained in step (i) with at least one alkylene oxide; an
alkoxylated polymer obtainable by the process of the present invention; a
process for preparing polyurethanes by reaction of the alkoxylated polymer
according to the present invention; polyurethane prepared by the process of
the present invention; surface active reagents comprising or consisting of
the alkoxylated polymer according to the present invention as well as
detergent formulations comprising at least one alkoxylated polymer
according to the present invention. 


