
4+ GLASS SUBSTRATE FORA MAGNETIC DISK, MAGNETIC DISK AND METHOD OF
MANUFACTURING A MAGNETIC DISK ABSTRACT        A glass substrate for a
magnetic disk, wherein, in regions with respect to two places
arbitrarily selected on a surface of the glass substrate on its
central portion side relative to its outer peripheral end, a surface
shape with a shape wavelength in a band of 60 to 500m is extracted
from surface shapes in each of the regions and, assuming that a root
mean square roughness Rq of the surface shape is given as a
microwaviness Rq, the difference between the microwavinesses Rq of
the regions is 0.02nm or less or the difference between standard
deviations of the microwavinesses Rq of the regions is 0.04nm or
less. 


