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perform an ultrasenic inspection

‘L 804

perform thermographic inspection

l BO6

analyze both detected ultrasonic displacements

and thermal imagery
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combine the ultrasonic inspection and
thermographic inspection results

J' 810

Apply combined results to a computer model
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