
A composite material comprises a layer of fibres
conjoined to a matrix, where one of the matrix and
fibres comprises a first component which exhibits
auxetic behaviour for loading along a first direction,
and the other of the matrix and fibres comprises a
second component which exhibits non-auxetic behaviour
for loading along the first direction. 


