
A flame retardant polycarbonate compound is disclosed. The compound
comprises a polycarbonate and non-halogenated polyphosphazene as a flame
retardant, along with talc, polytetrafluoroethylene, and optionally, a
potassium salt of perfluorobutane sulfonic acid. The compound can achieve a
UL 94 rating of V-0 at two different thicknesses of less than 1 mm. 


