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An antistatic composition contains an ambient-temperature molten 

lithium salt dihydrate, and one of a polymerizable compound, a plastic resin, 

an elastomer and an adhesive resin in which the lithium salt dihydrate is 

10 dispersed. The lithium salt dihydrate contains two types of lithium salts with 

different molecular weights from each other. The two types of the lithium 

salts are selected from a group of lithium salts each containing an anion 

having a fluoro group and a sulfonyl group. 
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