
An evaporable getter device is described adapted for the use in traditional
television tubes or flat displays with reduced barium evaporation time. The
device comprises, in addition to powders of BaAl[err] alloy and nickel used
in the known getter devices, powder of a third component selected from
iron, aluminum, titanium or their alloys.    


