
The present invention is directed to a process for
manufacturing a drug delivery material, the process
comprising the steps of encapsulating at least one
biologically and/or therapeutically active agent in a
shell; combining the encapsulated active agent with a
sol; and converting the resulting combination into a
solid or semi-solid drug delivery material. The
invention further comprises drug delivery materials
prodicible by such a process, as well as medical
implants comprising such drug delivery materials. 


