
Provided is a separation membrane on which a plurality of parts with
depressions and protrusions having a high low differential of 100 m - 2000
m is formed on at least one surface wherein the average value d1 for the
minimum film thickness and the average value d2 for the maximum thickness
at the parts with depressions and protrusions satisfies the relationship in
equation [1].  0.8 = d1/d2 = 1.0 [1] 


