
Provided is a film formed from a composition obtained by mixing a polymer
compound having acidic groups and a compound containing at least a cyclic
structure having one carbodiimide group wherein the first nitrogen and the
second nitrogen thereof are bonded by bonding groups. It is possible to
obtain a film which has improved hydrolysis resistance and furthermore does
not generate free isocyanate compounds. 


