
The present invention provides soft contact  lenses adopted for placement
over the cornea or in the  eye which have a high oxygen permeability, a low
water 5 content and excellent mechanical properties. Moreover, the lenses
of the instant invention have excellent protein and lipid deposition
resistance relative to conventional contact lenses. Such lenses having the
properties mentioned above comprises a prepolymer which contains an
alkoxylate glucoside that is derivatized with at least one polysiloxane
compound. The prepolymer is then placed in a suitable mold and polymerized
by exposure to ultraviolet light.    


