
The present invention describes use of use of a metal
compound to control the quality of a functional fluid.
Additionally, the present invention concerns a method
for controlling the quality of a functional fluid
comprising the steps of: adding a metal compound to a
component of a lubricant; mixing the component with a
base oil; measuring the concentration of the metal
compound in the functional fluid; and comparing the
expected concentration of the metal compound with the
measured concentration. 


