
A process for polymerizing an alpha-olefin is
disclosed. The polymerization is performed in the
presence of a catalyst system comprising a
three-membered titanacycle. A wide variety of
titanacycles can be readily prepared, making this a
versatile and inexpensive olefin polymerization
process. 


