
A catalytic process for the treatment of exhaust containing [err] along
with other undesirable compounds is described. One embodiment of the
process comprises a catalytic stage to selectively catalytically reduce
[err] over an intermediate pore size zeolite catalyst that has been treated
or modified to contain iron and then has been hydrothermally treated at
least one time. 




