
A method for producing a polymeric material comprises
reacting a first reactant with a second reactant. The
first reactant comprises anhydrous phosphorous
pentoxide and the second reactant comprises an
alcohol. A method for producing a polymeric salt
material comprises reacting a first reactant
comprising an amine with a second reactant comprising
a phosphate ester. 


