
The present invention describes a method of processing a substrate.
According to the present invention a dielectric layer is formed on the
substrate. The dielectric layer is then exposed in a first chamber to
activated nitrogen atoms formed in a second chamber to form a nitrogen
passivated dielectric layer. A metal nitride film is then formed on the
nitrogen passivated dielectric layer.    


