
A composite lining for a pipe comprising a structural
layer for providing structural integrity and a
containment layer for providing fluid impermeability.
The structural layer comprising at least one strip of
lining material arranged to form a substantially
continuous lining within said pipe. A method for
lining a pipe with said composite lining. A structure
and method for testing the fluid integrity of said
containment layer. Apparatus for installing said
structural and containment layers in said pipe. 


