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ABSTRACT

PROCESS FOR IMPROVED QUALITY OF CVD COPPER FILMS

Chemical Vapor Deposition of copper films is enhanced by
simultaneously introducing in the reactor vapor of an organometallic copper
precursor and a ligand or the hydrate of the ligand.

Figure 1 of the drawings should accompany the abstract when published.



