
A process for coating for a gas path component of a turbo machine which
comprises spraying of a chromium carbide and an age hardenable nickel base
alloy onto the gas path component and a turbo machine having a gas path
component coated with a chromium carbide and age hardenable nickel base
alloy composition.    


