
ABSTRACT  A rubber-modified resin obtained by conducting  polymerization of
a vinyl monomer in the presence of a mixed rubber  latex of a silicone
rubber latex (A) and an acrylic rubber latex (B), during which polymer
particles are coagglomerated to enhance the particle size.  The
rubber-modified resin is useful as impact modifier and provides
thermoplastic resin compositions having an excellent impact resistance  by
the incorporation thereof into thermoplastic resins. 


