
Described is a method for manufacturing wafers and a
manufacturing system in which the footprint is
substantially contained in a size approximating the
processing chambers. Single wafers move horizontally
through the system and processing occurs
simultaneously in groups of processing chambers.
Various manufacturing processes employed in making
semiconductor wafers are included as processing
chambers in the system. 


