
Disclosed herein is a composition for etching a
polycarbonate film comprising an alkali metal salt and
an amine solubilizer. Also disclosed is a method for
etching polycarbonate films with the etchant and an
article containing the etched film. The article is
useful for, e.g., flexible circuits and carrier tapes.


