
Accommodating intraocular lens (AIOL) capsules having a continuously
variable Diopter strength between a first Diopter strength in a
non-compressed state and a second Diopter strength different than its first
Diopter strength in a compressed state. The AIOL capsules include an
anterior capsule plate, a posterior capsule plate, and a capsule ring for
bounding a hermetic cavity filled with a capsule filling. The anterior
capsule plate is intended to anteriorly bulge along the human eye's visual
axis on application of an axial compression force against the posterior
capsule plate from a posterior direction. 




