
A composite porous membrane having not only a
filtering performance but also an excellent
adhesiveness between a porous membrane and a braid and
excellent mechanical properties, and a method of
manufacturing the membrane, the membrane comprising
the braid and a membrane material, the membrane
material further 



comprising a first porous layer having a dense layer
adjacent to the outer surface of the braid and a
second porous layer having a dense layer adjacent to
the first porous layer. 


