
ABSTRACT OF THE DISCLOSURE Reinforcing material having Rockwell hardness of
60 or  above and comprising base material and adhesive is formed, and then
the reinforcing material is attached to one side  of silicon wafer on which
circuits are not formed prior to dicing. 


