
A monolithic ceramic capacitor and producing method  thereof are disclosed.
The ceramic capacitor comprises a  plurality of dielectric ceramic layers,
a plurality of  inner electrodes as formed between the dielectric ceramic
layers in such a manner that one end of each inner  electrode is exposed
out of either end of the dielectric  ceramic layers, and outer electrodes
as electrically  connected with the exposed inner electrodes; in which the
inner electrodes each are made of a base metal, and Si  oxide layers or
compound layers comprising an Si oxide and  at least one component that
constitutes said dielectric  ceramic layers and said inner electrodes are
formed  adjacent  to  the  inner  electrodes.   The  capacitor  has
excellent thermal impact resistance and wet load resistance
characteristics.    


