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ABSTRACT 

Provided is a joined body including: a first member; a second 

member; and a sintered metal layer that joins the first member and the 

second member. The sintered metal layer includes a structure that is 

5 derived from flake-shaped copper particles which are oriented in 

approximately parallel to an interface between the first member or the 

second member, and the sintered metal layer, and the amount of copper 

contained in the sintered metal layer is 65% by volume or greater on the 

basis of a volume of the sintered metal layer. 

76 


