
Methods and compositions for depositing a cobalt
containing film on one or more substrates are
disclosed herein. A cobalt precursor, which comprises
at least one pentadienyl ligand coupled to the cobalt
for thermal stability, is introduced into a reaction
chamber containing one or more substrates, and the
cobalt precursor is deposited to form a cobalt
containing film onto the substrate.  


