
A radiation-sensitive composition adapted for roller  coating is disclosed,
which contains, as a solvent f or the  composition, a mixed solvent of at
least one member selected from  the group consisting of propylene glycol
alkyl ethers and propylene.  glycol diacetate having a boiling point of 170
to 250 [err] kinematic  viscosity of 2 cSt or more at 25 [err] and a
relative evaporation rate  of 10 or less taking the evaporation rate of
n-butyl acetate as  100, and other solvent or solvents. This composition
forms less  uneven coating upon being coated on a substrate by roller
coating.  The propylene glycol alkyl ethers are exemplified by propylene
glycol phenylether, tripropylene glycol methylether, dipropylene  glycol
n-butyl ether, dipropylene glycol methyl ether, propylene  glycol n-butyl
ether, etc. and other solvents are exemplified by  propylene glycol
monomethyl ether acetate, propylene glycol  monomethyl ether, ethylene
glycol monoethyl ether acetate,  ethylene glycol monobutyl ether, ethyl
lactate, n-butyl acetate,  etc.    


