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reach at least 20%, preferably at least 40%, of the melting point of the materi-
al of the metal components (W), (T), due to a treatment in a heating step, and
the heating depth (h) of the pair of metal components (W), (T) at the start time
of the first bonding step reaches at least 1.0 mm due to the treatment in the
heating step.
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