
A     polyolefin    resin     composition     which comprises: (A) a
polyolefin, (B)  0.1  to  100  parts  of  a  core-shell  graft  copolymer
prepared  by  graft copolymerizing  (b)  5  to  60  parts  by weight of a
monomer component comprising a copolymerizable vinyl  compound  selected
so  that  the  glass  transition temperature of a polymer of said monomer
component alone is not less than [err] onto (a) 40 to 95 parts by weight of
a  crosslinked  rubber-like  polymer  having   a  glass transition
temperature of not more than [err] and (C) 0 to 400 parts of an inorganic
filler, said parts of (B) and (C) being parts by weight per 100 parts by
weight of  (A).  The  above-mentioned  polyolefin  resin  composition shows
the   excellent   processability,   impact  resistance, rigidity and
surface property.    


