
CATALYST FOR PRODUCING HYDROCARBON FROM SYNTHESIS GAS
AND METHOD FOR PRODUCING  CATALYST  Abstract:   



A catalyst for producing a hydrocarbon from a
synthesis gas is characterized in that the catalyst is
composed of a  catalyst carrier supporting a metal
compound and the impurity content of the catalyst is
from 0.01 mass% to 0.15 mass%. A method  for producing
such a catalyst and a method for producing a
hydrocarbon using such a catalyst are also disclosed.


