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TIN COATED ELECTRICAL CONNECTOR 

This invention relates to tin coated copper 
based electrical connectors having a reduced rate of 
copper/tin intermetallic formation. More 
particularl_y, a barrier layer containing from 2ot to 

s 40%, by weight, of nickel is disposed between the 
connector substrate and the coating. Alternatively, 
the barrier layer contains a copper/tin 
intermetallic compound. 

Electrical connectors, such as sockets and 
10 plugs, are typically formed from a copper base alloy 

substrate that provides good electrical 
conductivity. When the electrical connector will be 
exposed to elevated temperature during operation, 
such as under the hood of an automobile, the 

15 substrate is formed from a copper base alloy having 
high strength and a resistance to stress relaxation. 

The resistance to stress relaxation is recorded 
as a percent of stress remaining after a strip 
sample is preloaded to a set percent of the yield 

20 strength, typically 80%, in a cantilever mode per 
ASTM (American Society for Testing and Materials) 
specifications. The strip is then heated, typically 
to l25°C, for a specified number of hours, typically 
up to 3000 hours, and retested periodically. The 

25 higher the stress remaining at each retest, the 
better the utility of the specified composition for 
spring applications. 

To reduce elevated temperature tarnish of the 
copper base substrate and to enhance solderability, 

30 a coating layer is frequently applied to the 

substrate. Typical coating layers include nickel, 
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palladium/nickel alloys, tin and tin alloys. To 

minimize cost, tin is frequently used. 

At elevated temperatures, copper diffuses from 

the substrate and combined with the tin to form 

s intermetallics such as cu,Sn5 and Cu3Sn. The 

formation of the intermetallics reduces the amount 

of unreacted or free tin on the surface. This will 

degrade the electrical, corrosion and other 

performance characteristics. 
10 It is known to interpose a barrier layer 

between the copper base substrate and the tin base 

coating layer to reduce the formation of the 
copper/tin intermetallic. A publication by Kay et 

al. appearing in the Transactions of the Institute 

15 of Metal Finishing, Volume 59, 1979, at page 169, 

discloses that barrier layers such as nickel, cobalt 
and iron, as well as alloys such as tin/nickel,· 
copper/tin and nickel/iron, are disposed between a 

copper base substrate and a tin coating to reduce 

20 the formation of intermetallics. 
While effective, these barriers do not provide 

the inhibition to intermetallic formation required 

for under the hood automotive applications that 

require a minimum amount of free tin remain after 

25 exposure to 125°C for 3000 hours. 

30 

Accordingly, it is an object of the invention 

to interpose a barrier layer between a copper base 

substrate and a tin base coating that reduces the 

rate of copper/tin intermetallic formation. 
It is a feature of the invention that in one 

embo~iment, this barrier layer is an alloy that has, 

by weight, from 20% to 40% nickel. The nickel may 

be combined with copper, iron or tin. Yet another 
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feature of the invention is that the thickness of 

this barrier layer is between 0.2 micron and 10% of 

the total thickness of a component. 

In one alternative embodilndnt of the invention, 

s the barrier layer is formed by plating alternating 

layers of different metals and then diffusing the 

layers to form a desired alloy. 
In a second alternate embodiment of the 

invention, the barrier layer is pre-saturated with 

10 the nickel/tin intermetallic. 
Among the advantages of the barrier layer of 

the invention is that a sufficient thickness of free 

tin remains on the surface of the component after 

elevated temperature exposure to retain the 

15 integrity of the coating layer. 
In accordance with the invention, there is 

provided a composite material hav·ing a copper or a 

copper base alloy substrate. A tin or tin base 

alloy coats a portion of this substrate. A barrier 

20 layer is interposed between the substrate and the 

tin or tin base alloy. The barrier layer contains 

from 20% to 40%, by weight, of nickel and has a 

thickness of from 0.2 microns to s microns. 

The above stated objects, features and 

25 advantages will become more apparent from the 

specification and drawings that follow. 

Figure 1 illustrates in cross-sectional 

representation an electrical connector in accordance 

with the invention. 

30 Figure 2 graphically illustrates the 

relationship between the nickel content and the rate 

of intermetallic formation for a system having a 

binary copper/nickel barrier layer. 
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Figure 3 illustrates in cross-sectional 

representation a multiple layer deposition process 

for forming a barrier layer. 
Figure 4 illustrates in cross-sectional 

s representation an intermetallic layer in combination 
with a barrier layer. 

Figure 5 graphically illustrates the contact 

resistance as a function of the aging time and the 

aging temperature. 
10 Figure 6 graphically illustrates the free tin 

thickness as a function of the aging time and the 
aging temperature. 

Figure 7 graphically illustrates the effect of 

the barrier layer on the intermetallic thickness as 

15 a function of hours of aging. 
Figure B is a photomicrograph of a copper/tin 

intermetallic formed on a non-wrought substrate. 
Figure 9 is a photomicrograph of a copper/tin 

intermetallic formed on a wrought substrate. 

20 Figure l illustrates a composite material 10 

useful as an electrical connector component. such 

components include sockets and plugs. The composite 
material 10 is particularly useful as a component 

for an electrical connector exposed to elevated 
25 temperatures, in excess of 7SDC, on either an 

intermittent basis or a continuous basis, such as 

under the hood of an automobile. 
The composite material 10 has a copper or 

copper base alloy substrate 12 and a tin or tin base 

30 alloy coating layer 14 overlying at least a portion 

of the substrate 12. "Base" is used in its 
conventional sense in the metallurgical arts, 
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meaning the alloy contains at least 50%, by weight, 
of the base component. 

Interposed between the substrate 12 and the 
coating layer 14 is a barrier layer 16. The barrier 

5 layer 16 contains from 10% to 70_%, by weight, of 
nickel and further has a thickness of from 0.2 

micron to 10% of the total thickness of the 
composite material 10. 

Preferably, the nickel content of the barrier 
10 layer 16 is from 20% to 40%, by weight, and more 

preferably, the nickel content is from 25% to 35%, 
by weight. A preferred thickness range ~or the 
barrier layer 16 ·is from 0.2 micron to 5 microns and 
a most preferred thickness range is from 0.2 micron 

15 to 1. s microns ... 
The substrate 12 is formed from copper or a 

copper base alloy. Preferably, the copper alloy 
substrate has an electrical conductivity above about 
25% IACS (IACS refers to conductivity as defined by 

20 the International Annealed Copper Standard and rates 
8 pure" copper as having an IACS of 100% at 20°C) . 
Most preferably, the electrical conductivity of the 
substrate 12 is above about 35t IACS. 

The substrate 12 has a room temperature yield 
25 strength above about 344.7 MPa (SO ksi) and, 

preferably, above about 448.2 MPa (65 ksi). 
suitable alloys include those designated by the 

Copper Development Association as copper alloy C7025 
having the composition, by weight, of 2%-4.8% 

30 nickel, 0.2%-1.4% silicon, 0.05%-0.045% magnesium 
and the balance copper; copper alloy Cl94 having the 
composition, by weight, of 2.1%-2.6% iron, 0.05%-
0.20% zinc, 0.015%-0.15% phosphorous and the balance 
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copper; and copper alloy C197 having the 

composition, by weight, of 0.3%-1.2% iron, 0.1%-0.4% 

phosphorous, 0.01%-0.2% magnesium· and the balance 

copper. 
The tin base coating 14 is applied by any 

conventional method such as electroplating, hot 

dipping, electroless chemical deposition, vapor 

deposition or cladding. When electroplated, the 

coating layer is either matte or bright. The 

10 electroplated layer may be reflowed to improve 

cosmetics and to reduce defects in the plating, 

th~reby improving the performance of the coating in 
solderability and the contact properties in 

connector applications. 

15 The tin base coating layer may be a tin alloy, 

such as a tin/lead base solder containing from 1%-

99%, by weight, of tin. Tin compounds may also be 

utilized. Compounds that may be added as 
particulate to a tin base matrix include silicon 

20 carbide, aluminum oxide, silica (Si02 ), carbon black, 

graphite, tungsten carbide, molybdenum disulfide and 

polytetrafluoroethylene ("TEFLON", a trademark of 

DuPont Corporation of Wilmington, DE). 

The thickness of the tin base coating layer 14 

25 is from o.s microns to 10 microns and preferably 

from 0.75 micron to 1.5 microns. The preferred 

coating is electroplated matte tin that is 

subsequently reflowed by heating to a temperature 

above the·melting point of tin. Heating is by any 

30 suitable method, such as in a hydrocarbon type 

reducing atmosphere; in some other suitable 
atmosphere such as air, nitrogen or other inert gas; 
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an induction furnace; infrared heating; or immersion 

in hot oil. 
The barrier layer 16 has a minimum thickness of 

about 0.2 microns. Below this thickness, copper 

s from the substrate 12 diffuses through defects in 

the barrier layer 16 leading to an increase in the 

rate of intermetallic formation. 
The maximum thickness of the barrier layer 16 

is approximately lot of the total thickness of the 

10 composite material 10 and preferably, less than 

about 5% of the total thickness of the composite 

material 10. The minimum barrier thickness depends 

on the method of depositing the tin base layer 14. 

Tin base coatings applied by electroplating require 

15 low barrier thickness layers, clo_ser to the 

specified minimum thicknesses. Dip coatings require 

relatively thicker coatings, closer to the specified 

maximums, to compensate for the erosion of the 

barrier layer when immersed in molten tin for the 

20 dip coatings. 
For connector applications, the substrate 12 

has a minimum thickness that is effective to 

withstand the forces associated with insertion and 

removal. Typically. this minimum thickness is on 

25 the order of at least so microns and more 

preferably, from 200 microns to 500 microns. 

The maximum barrier layer thickness is on the 

order of 5 microns. Above this thickness, the 

barrier layer begins to influence both the 

30 electrical conductivity and the yield strength of 

the composite material 10. Since the copper/nickel 

alloy has a relatively low electrical conductivity, 
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the influence of the barrier layer is preferably 

minimized. 

A pref erred barrier layer 16 thickness is from 

0.2 micron to 5 microns. A more preferred thickness 

s range for the barrier layer is from 0.2 micron to 

1.s microns. 
The barrier layer contains from 20% to 40%, by 

weight, of nickel. When the nickel content is less 

than 20%, the barrier layer 16 is not effective for 

10 reducing the rate of intermetallic formation. When 

the nickel content exceeds 40%, the electrical 

conductivity of the barrier layer is reduced and, as 

illustrated in Figure 2, the rate of intermetallic 

formation increases. 

15 Figure 2 graphically illustrates the 

relationship between the rate of intermetallic 

formation and the nickel content of a binary nickel­

copper barrier layer. There is surprisingly little 

difference in the rate when the barrier layer is 

20 100% copper, reference point 18, as compared to 100% 

nickel, reference point 20. Applicants measured the 

rate of intermetallic formation as a function of the 

nickel content from ot nickel (100% copper) up to 

60%, by weight, nickel and at 100% nickel. 

25 The rate of intermetallic formation was 

measured by X-ray fluorescence. The total tin 

thickness was first measured {M1 ). The unreacted tin 

then removed by chemical stripping. The amount of 

tin remaining was next measured (M2 ) and the 

30 difference between M1 and M2 was the amount of free 

tin remaining. 
The rate of intermetallic formation is at a 

maximum when the barrier layer has a composition of 
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approximately 8%, by weight, nickel and the balance 
copper, reference point 22. From 10%, by weight, of 
nickel to higher amounts, the rate of intermetallic 
formation is less than the rate for a pure nickel or 

s pure copper barrier layer. From 20% to 40%, by 
weight, the rate of intermetallic formation is at a 
minimum 24. 

Applicants deduced from Figure 2 that at a 
nickel content in excess of 40%, by weight, the rate 

10 of intermetallic formation increases and the 

electrical conductivity decreases. Therefore, in a 
barrier layer 16 consisting essentially of nickel 
and copper, the nickel content of that barrier layer 
is preferably between 20' and 40%, by weight. 

15 The barrier layer 16 is, in one embodiment, a 
binary alloy containing nickel with.the remainder of 
the alloy, preferably being selected from the group 
consisting of tin, iron, cobalt and copper. It is 
most preferred to combine copper with the nickel 

20 because this combination has the lowest 
intermetallic growth rate. 

Alternatively, the barrier layer 16 may be a 
ternary, or higher, alloy, that contains, in 
addition to nickel: tin, copper, iron, zinc, cobalt, 

25 indium, mixtures thereof and, optionally, one or 
more elements selected from the group consisting of 
tungsten, chromium, vanadium, manganese and 
phosphorous. 

Alloys containing from 15% to 40% by weight 
30 cobalt with the alloying additions specified above 

for nickel are also believed to be satisfactory. 
The preferred amounts of cobalt are the same as 
those specified above for nickel. 
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The barrier layer is applied to either the 

entire or to a part of the substrate 12.by any 

suitable means, including hot dipping, cladding or 

electroplating. For ease of deposition and control 

5 of barrier layer thickness, electroplating is 

preferred. A copper- 20% to 40%, by weight, of 

nickel, barrier layer may be deposited from an 

aqueous citrate electrolyte. The electrolyte is an 

aqueous solution containing 30-80 grams per liter of 

10 nickel, 7-35 grams per liter of copper, and ao-320 

grams per liter of sodium citrate dihydrate. The 

solution is heated to a temperature between 40°C and 

70°C for use. The substrate is immersed in the 

electrolyte as the cathode with stainless steel 

15 suitable as an anode. A current density of 30 - 120 

milliamps per square centimeter is impressed through 

the electrolyte. After between about o.s minute and 

2 minutes, a barrier layer having a nominal 

thickness of between 0.3 mi~ron and 2.5 microns is 

20 deposited. 
The barrier layer should be relatively smooth, 

as opposed to nodular, since a nodular coating 

increases the surf ace area of the interface between 

the substrate and the tin leading to an increase in 

25 the rate of ·intermetallic formation. Cosmetically, 

a smooth barrier layer increases the brightness of a 

reflowed tin coating layer. 
The effectiveness of the copper/nickel barrier 

layer 16 is enhanced by the addition of one or more 

30 refining compounds to the electrolyte. These 

refining compounds include benzotriazole (BTAl, 

glues, proteins, thiourea, sulfon compounds and 

chloride ion donators such as nickel chloride. The 
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refining compound are effective to reduce the 
porosity and the roughness of the deposited barrier 
layer and can also provide the barrier layer with a 
more fine crystalline grain structure. 

s Reducing the porosity of the barrier layer 
reduces the rate of tin and copper diffusion. 
Reducing the roughness of the barrier layer reduces 
the interf acial area between the barrier layer and 
the substrate and between the barrier layer and the 

10 coating, leading to a reduced rate of copper and tin 
diffusion. Modifying the crystalline grain 
structure to increase the fineness of the grains may 
lead to a more compact intermetallic structure, 
effectively reducing the rate of intermetallic 

15 growth. 
Preferably, from about 10 ppm to about 1000 ppm 

of the refining compound is added to the electrolyte 
to achieve the desired reduction in porosity and 
roughness and lead to a more fine grain structure. 

20 In a preferred embodiment, the refining compound is 
from so ppm to 100 ppm of BTA. 

Alternatively, the barrier layer 16 is 
mechanically deformed, such as by rolling, or 
thermally treated, such as by heating to modify the 

25 grain structure of the barrier layer prior to 
deposition of the tin base coating. 

In one exemplary process, after the 
copper/nickel barrier layer is deposited on the 
substrate, the barrier layer/substrate composite is 

30 annealed at a temperature of from 300°C to soo 0 c for 
from 30 minutes to 120 minutes. To minimize 
oxidation of the composite, annealing is in an inert 
or reducing atmosphere such as cracked ammonia (by 
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volume, 96% nitrogen and 4% hydrogen) . The annealed 
composite is then passed through a rolling mill at 
room temperature (about 20°C) and subjected to a 
thickness reduction of between 10% and 20%. 

In addition to providing a more compact 
crystalline grain structure or a preferred 
crystalline orientation, the annealing and rolling, 
either separately or in combination, increase the 
hardness of certain copper alloys through work 

10 hardening and precipitation aging. This hardening 
is particularly useful when forming an electrical 
connector. One exemplary alloy for the substrate 
for this process is copper alloy C194. 

Additionally, thermal processing, by annealing, 
15 improves bend formability of the composite material. 

The annealing is believed to relieve stresses that 
might exist in the electrodeposited copper/nickel 
barrier layer. 

The tin base coating layer 14 is then applied 
20 by conventional means over at least a portion of the 

barrier layer lG. 
When the barrier layer is a codeposited alloy 

of two or more metals, it is frequently difficult to 
accurately control the alloy composition. Figure 3 

25 illustrates a method for achieving more accurate 
control over the composition of the barrier layer 
16. 

The alloy constituents are deposited 
sequentially. A first layer 26, that is one alloy 

30 constituent, such as nickel, is deposited to a 
desired thickness. A second alloy constituent is 
then deposited as a second layer 28. This second 
layer 28 may, for example, be copper. The thickness 
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of the first layer 26 and second layer 28 is that 

effective provide a desired amount of first and 

second constituent. The layers may be used as a 

barrier layer, either as deposited or after 

s diffusion. 
The layers 26, 28 are deposited by any suitable 

process such as electrolytically, by electroless 

deposition, chemical vapor deposition or plasma 

deposition. Multiple layers of the same material 

10 may be deposited. For example, first layer 26, 

third layer 30 and fifth layer 34 may be a first 

constituent while second layer 28, fourth layer 32 

and sixth layer 36, a second constituent. Multiple 

thin layers provide for a more homogenous barrier 

15 layer 16 subsequent to diffusion. 
When the first constituent is nickel and the 

second constituent is copper, diffusion to a 

homogeneous nickel level of about 20%-40%, by 

weight, may be achieved by heating to a temperature 

20 of from 750°C to 850°C for from 12 minutes to 72 

minutes. 
Third layer 30 may constitute a third 

constituent. For example, when the first 
constituent is nickel and the second constituent 

25 copper, the third constituent may be tin. The 

fourth layer 32 may then constitute a fourth 

constituent such as silver, silicon, aluminum, zinc, 

iron, chromium, manganese, cobalt, vanadium, indium 

or phosphorous. 

30 Any combination of elements may be so combined. 

To limit formation of the intermetallic, the barrier 

layer contains, after diffusion, from 20% to 40% of 

nickel. 
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The innex:most first layer 26 may be a flash 

with a thickness of less than 1.25 microns (SO 

microinches), and preferably with a thickness of 

between 0.05 micron (2 microinches) and o.s micron 

s (20 microinches). The flash may be any metal, but 

is preferably copper or nickel. The flash has the 

effect of leveling the surf ace to mask any surf ace 

irregularities in the substrate, reducing the 

interfacial area available for diffusion. 

10 The flash also minimizes the effect the 

alloying constituents in the substrate have on the 

deposition of the barrier layer. 

The layers need not be elemental. One or more 

of the layers may constitute a binary or higher 

is alloy. For example, the first layer may be Ni+X and 

the second layer Cu+Y. When heated, X and Y may 

combine either with each other or with the copper 

and the nickel to form useful intermetallics in the 

barrier layer. For example, X could be Si to form a 

20 nickel silicide. 
Any number of layers may be repeated any 

multiple number of times. It is not necessary that 

the same sequence of layers be repeated over and 

over, merely that when all layers are deposited, the 

25 combined thicknesses of all layers provides the 

desired barrier layer composition. The multiple 

layers are then diffused to provide the desired 

degree of homogeneity to the barrier layer 16. 

The thickness of the tin coating layer 

30 decreases rapidly when first heated. At the same 

time, there is a rapid formation of the copper-tin 

intermetallic in the barrier layer. once the 

barrier layer is saturated with the copper/tin 
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intermetallic, the rate of tin thickness decrease 
rapidly declines. 

In accordance with another embodiment of the 
invention, the barrier layer 16 is formed to contain 

s a high initial concentration of an intermetallic, as 
one or more of (Cu-Ni)JSn, (Cu-Ni),Sn5 , Cu3Sn and 
Cu5Sn5 • It is believed that this barrier layer 
saturated with the intermetallic will significantly 
reduce the development of additional intermetallic 

10 through the sacrificing of a portion of the tin 
layer. 

In a preferred embodiment, as illustrated in 
Figure 4, the intermetallic layer 38 is disposed 
·between the barrier layer 16 and the tin layer 14. 

15 The intermetallic layer 38 is believed effective to 
inhibit the degradation of the tin layer 14 above 
any suitable barrier layer .lG. Pre~erably, the 
barrier layer 16 is a copper/nickel alloy having 
from about 2oi to about 40%, by weight, of nickel. 

20 The barrier layer 16 has a thickness of from about 
0.25 micron to about 1.25 microns {10 to about so 
microinches). The intermetallic layer 38, that is 
deposited by any suitable process such as vapor 
deposition or electrolytic plating, either as a 

25 codeposition or as separate layers that are 
subsequently diffused together as described above. 
The intermetallic layer 38 has a thickness of from 
about 100 angstroms to about 10,000 angstroms and 
preferably from about 200 angstroms to about 1000 

30 angstroms. 
The advantages of the barrier layer of the 

invention will become more apparent from the 
examples that follow. 
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EXAMPLES 

Example 1 
Copper alloy Cl94 coupons coated with 30 

microinches (0.75 microns) of a specified barrier 

5 layer, selected from the group: 
cu-2ot Ni 
Fe 
Ni 
cu 

10 and control coupons of copper alloy Cl94 and C710 

(nominal composition by weight, 80% copper 20% 

nickel with a nominal electrical conductivity of 

6.5% IACS) without a barrier layer were coated with 

40 microinches (1 micron) of matte tin by 

lS electrodeposition. 
The coupons were then heated to temperatures 

between l25°C and 175°C for up to 250 hours. The 

contact resistance was determined by utilizing a 

gold probe and a method similar to ASTM methods 

20 B539-80 and B667-80. The contact resistance, in 

milliohms, as a function of the aging temperature 
and the aging time is presented in Table 1 and in 

Figure 3. 
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Table 1 

Barrier None/ None/ CU/ Ni/ cu- Fe/ 
Layer/ Cl94 C710 Cl94 Cl94 Ni/ C194 
Substrate Cl94 

s CONTACT RESISTANCE 
MILLI OHMS 

Aging 
temp x 
time 

10 Initial 1.93 3.33 1.08 1. 76 .908 1.55 

125°C x 1.76 2.72 1.56 2.00 .919 l. 76 
100 hrs 

12s 0 c x 2.32 4.76 S.04 15.4 .913 4 .92 
250 hrs 

15 1so 0 c x 8.06 3.53 8.96 15.4 7.00 13.8 
100 hrs 

l50°C X 26.2 4.80 49.6 41.6 6.27 13.7 
250 hrs 

iso 0 c x 61.6 5.76 434 140 16.5 37.9 
20 soo hrs 

11s 0 c x 61.0 4.57 94.2 942 600X 118 
100 hrs lOJ 

175°C X 3570 12.3 3060 79.8 49.6 13.3 
250 hrs 

25 As illustrated in Figure 3, a low contact 
resistance was achieved with a copper/nickel barrier 
layer under most test conditions. The high contact 
resistance for the copper/nickel barrier layer after 
aging at 175°C for 100 hours is believed to be a 

30 test anomaly. 
The amount of free tin remaining, that portion 

of the tin not converted to the copper/tin 
intermetallic, was determined by X-ray fluorescence 
and recorded in microns. The thickness in 
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microinches is recorded parenthetically. As 

summarized in Table 2 and illustrated in Figure 4, a 
large volume of free tin remaining was achieved 
under most test conditio:is with the copper-nickel 

s barrier layer. 

Tole 2 

Barrier Kone/ lfoae/ Cu/ Iii/ cu-Ki/ Pe/ 
Layer/ CU4 C710 ClH C194 C1'4 C1'4 
Subat.rat.e 

1.0 PRBB Tiii TllICIOIBSS MICROllS 
IMICROillCHl:Sl 

Aging 
temp x 
t.ime 

lS Initial 0.76 o.71 0.61 0.03 O.lO 0.15 
(30.Hl 128.UI 127.3) (25.21 112.11 133." 

12s•c x 0.21 o.77 0.20 0.31 0.3' a.22 
100 ll!ra 18.58) 130.71) 17.15) 112.3) 114.3) 18.,0) 

:i.2s•c .11: 0.03 O.Sl 0.04 0.21 0.28 o.oa 
250 bra 11.251 (20.57} 11.41 (8.561 (11.11 13.24) 

20 1so•c x 0.05 0.59 0.01. o.oos 0.07 0.0) 
100 hre (1.851 123. 71) 10.UI 10.221 12.121 (l.00 

15o•c x 0.02 0.4? o.n 0.02 
250 hra 10.72) 118.93) -o- -o- ll.Ul 10. 77) 

iso•c x 0.35 0.1' 0.02 0.08 
500 bra -o- (14.06) -o- 15.56) (0. 77) ll.181 25 

l?S•C x 0.004 0.33 0.01 0.003 
100 hr• 10.17) 113.231 -o- -o- (0.381 10.111 

175•c x 0.19 0.007 o.oos 
250 kra -o- 17.451 -o- 10.26) 10.18) -o-

30 A copper alloy C710 control coupon having no 
barrier layer had a low contact resistance and a 
large volume of free tin. However, the C7lO 
substrate has too low an electrical conductivity, 
less than 10% IACS, for use as an electrical 

35 connector in automotive under the hood applications. 
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Examole 2 
Copper alloy C194 coupons were coated with 1 

micron (40 microinches) of a copper-(30% by weight) 
nickel alloy barrier layer were then coated with 

s l.25 microns (SO microinches) of matte tin that was 
subsequently reflowed. Both the barrier layer and 
the matte tin were electrolytically deposited. The 
copper and nickel of the barrier layer were co­
deposi ted. 

10 The control was copper alloy Cl94 coupons 
electrolytically coated with matte tin that was 
subsequently reflowed. The control lacked the 
barrier layer. 

The test coupons and the control were then aged 
15 at 125°C for up to 2000 hours. The thickness of the 

intermetallic layer (IMC) in microinches was then 
measured and recorded as a function of the square 
root of the number of hours aged. The test coupons 
results are illustrated by reference line 40 in 

20 Figure 7 and the control results by reference line 
42. The intermetallic thicknesses for age times in 
excess of 2000 hours are extrapolated from the 
graph. 

gamole 3 
25 Figure 8 is a micrograph at a magnification of 

2000X illustrating the copper/tin intermetallic that 
develops in the copper alloy Cl94 substrate/copper-
30% nickel/tin plate system when the 
substrate/barrier layer is not subjected to thermal 

30 or mechanical processing. The intermetallic was 
exposed by selective chemical removal of residual 
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tin. The intermetallic is comprised of rapidly 

growing spheroids. 
Figure 9 is a micrograph at a magnification of 

2ooox illustrating the copper/tin intermetallic that 

5 develops in the copper alloy C715 substrate (nominal 

composition by weight 30% nickel, balance 

copper)/tin plate system when the substrate was 

mechanically deformed by rolling prior to deposition 

of the tin. The intermetallic was exposed by 

10 selective chemical removal of residual tin. The 

intermetallic is comprised of relatively slow 

growing flattened obelisks. Preferably, the 

flattened obelisks have an aspect ratio (length to 

width) of at least 5:1. 

15 We have determined tha.t the spheroids grow at 

about twice the rate of the flattened dendrites. 

It is appa.rent that there has been provided in 

·accordance with the present invention a barrier 

layer that is interposed :between a copper base 

20 substrate and a tin base coating layer that fully 

satisfies the objects, means and advantages set 

forth hereinabove. While the invention has been 

described in combination with embodiments thereof, 

it is evident that many alternatives, modifications 

25 and variations will be apparent to those skilled in 

the art in light of the foregoing description. 

Accordingly, it is intended to embrace all such 

alternatives, modifications and variations as fall 

within the spirit and broad scope of the appended 

30 claims. 
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IN THE CLAIMS: 

1. A composite material (10), characterized 
by: 

a copper or a copper base alloy substrate 
5 (12) ; 

a tin or tin base alloy coating layer (14) 
overlying a portion of said substrate {12); and 

a barrier layer (16) interposed between 
said substrate (12} and said coating layer (14), 

10 said barrier layer (16) containing from 10% to 40%, 

by weight, of nickel and having a thickness of 
between 0.2 and 5 microns. 

2.· The composite material (10) of claim l 

characterized in that said barrier layer (16} 
15 further contains at least one element selected from 

the group consisting of copper, tin, cobalt, iron 
and mixtures thereof. 

3. The composite material (10) of claim 2 
characterized in that said barrier layer (16) is 

20 predominantly copper. 

4. The composite material (10) of claim 3 
characterized in that a metallic flash is disposed 
between said substrate (12} and said barrier layer 
(16), said metallic flash having a thickness of from 

25 0.05 micron to 1.25 microns. 

------·---------· 

THIS SHEET HAS BEEN 
REPLACED 
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5. The composite material llO) of claim 4 

characterized in that said metallic flash is 
selected from the group consisting of copper and 

nickel. 

6. The composite material (10) of any one of 
claims 1-5 characterized in that said coating layer 
(14) includes particulate selected from the group 
consisting of silicon carbide, aluminum oxide, 
tungsten carbide, molybdenum disulfide, silica, 

10 carbon black, graphite and polytetrafluoroethylene. 

7. A composite material (10), characterized 

by: 
a copper or a copper base alloy substrate 

(12}; 

15 a tin or tin base alloy coating layer (14) 

overlying a portion of said substrate (12); 
a barrier layer (16) interposed between 

said substrate (12) and said coating layer (14), 
said barrier layer (16) containing from 10% to 40%, 

20 by weight, of nickel and having a thickness of 
between 0.2 and 5 microns; and 

25 

a copper-tin intermetallic {38) dispersed 
in said coating layer (14), said intermetallic 
having a flattened obelisk shape. 

8. The composite material (10) of claim 7 
characterized in that said intermetallic (38) has a 
length to width aspect ratio of greater than 5:1. 

THIS SHEET HAS BEEN J 
REPLACED J 
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9. A composite material (10), characterized 
by: 

a copper or a copper base alloy substrate 
(12); 

s a tin or tin base alloy coating layer (14) 
overlying a portion of said substrate (12); and 

an intermetallic layer (16) interposed 
between said substrate (12) and said coating layer 
(14), said intermetallic layer (16) selected from 

10 the group consisting of (Cu-Ni) 3Sn, (Cu-Ni) r;Sn5 , 

culsn, Cu6Sn! and mixtures thereof . 

10. The composite material (10} of claim 9 

characterized in that said intermetallic layer (16) 

has a thickness of from 100 angstroms to io,ooo 
15 angstroms. 

11. The composite material (10) of any one of 
claims l, 7 or 9 formed into an automotive socket. 

12. The composite material (10) of any one of 
claims 1, 7 or 9 formed into an automotive plug. 

THIS SHEET HAS BEEN 
REPLACED 

' \ 
i .. 

'· 
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13. A method for the manufacture of a 
composite material (10) characterized by the steps 
of: 

a) providing a copper or copper alloy 
5 substrate (12); 

b) coating said substrate (12) with from 0.2 

to s microns of a barrier layer (16), thereby 
forming a composite intermediate; 

c) heating said composite intermediate to a 
10 temperature of from 300°C to soo 0 c for between JO 

minutes and 120 minutes; and 
d) coating said composite intermediate with 

tin or a tin base alloy (14). 

14. The method of claim 13 characterized in 
15 that subsequent to step (c), but before step (d), 

said composite intermediate is mechanically reduced 
in thickness. 

15. The method of claim 14 characterized in 
that the reduction in thickness of said composite 

20 intermediate is from about 10% to about 20%. 
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16. A method for the manufacture of an 
electrical conductor, characterized by the steps of: 

a) coating a copper or copper alloy substrate 
(12) with a first layer (26J of a first constituent; 

S b) coating said first layer (26) with a 

second layer (29) of a second constituent thereby 
forming a barrier layer (16), said barrier layer 
(16) containing from 10% to 50%, by weight, of 
nickel; and 

10 c) coating said barrier layer (16) with tin 
(14) • 

17. The method of claim 16 characterized in 
that steps (a) and {b) are repeated prior to step 
(c) • 

15 18. The method of either claim 16 or claim 17 
characterized in that, as step (d), after step Cb) 

but prior to step (c), the first constituent is 
diffused into the second constituent. 

19. The method of either claim 16 or claim 17 
20 characterized in that said second layer (28) is 

coated with a third layer (30) of a third 
constituent as step (e) prior to step {c). 

20. The method of claim 19 characterized in 
that one of said first, second or third constituents 

25 is selected to be nickel, one is selected to be 
copper and one is selected to be tin. 
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21. The method of claim 18 characterized in 
that an intermetallic layer (38) selected from the 
group consisting of (Cu-Ni) 3Sn, (Cu-Ni) ,sn5 , Cu1sn, 
cu,Sn5 and mixtures thereof is deposited on said 

5 barrier layer (16) subsequent to step (d) and before 
step (c). 

22. The method of claim 16 characterized in 
that an intermetallic layer (38) selected from the 
group consisting of (Cu-Ni) ,Sn, (Cu-Ni) ,sn,., Cu,sn, 

10 cu,Sn5 and mixtures thereof is deposited on said 
barrier layer (16) before step (c). 

-·-·- ------.. 

. · ti1tltimnnr ! 


