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ABSTRACT 

ETCHING METHOD AND PLASMA PROCESSING SYSTEM 

Clogging of an opening in a mask is reduced.  An etching method includes (a) providing 

a substrate into a chamber.  The substrate includes a first film and a second film defining an 

opening on the first film.  The first film is a film stack including a first layer containing silicon 5 

and oxygen and a second layer containing silicon and nitrogen.  The second film includes a 

metal-containing film or a carbon-containing film.  The etching method further includes (b) 

forming, under a pressure in the chamber controlled to be 30 mTorr or less, a protective film on 

a surface of the second film with a plasma generated from a first processing gas including a 

deposition gas, and (c) etching the first film with a plasma generated from a second processing 10 

gas including a hydrogen fluoride gas through the second film on which the protective film is 

formed. 
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