
A polyurethane composition excellent in chlorine resistance containing 0.1
to 10% by weight, based on the 5    polyurethane, of hydrotalcite which has
water of crystallization and a [err] fatty acid adhered thereto, capable of
being stably spun over a long period of time, and exhibiting neither
discoloration in the step of tannin solution treatment nor swelling during
chlorine 10    immersion treatment.    


