
A surface acoustic wave device includes a quartz substrate having an angle
[err] of Euler angles (0, [err], 90') that satisfies 122[err]  [err]
131[err]. An interdigital transducer made of an electrode material
including at least one of Ta and W is disposed on the quartz substrate.    


