
Wrapper paper (23) for cigarette manufacture includes
transversely extending band regions (26) applied by a
printing technique, such as gravure printing. The band
regions (26) comprise starch, an anti-wrinkling agent,
and optionally calcium carbonate. The anti-wrinkling
agent may be selected from the group consisting of 1,2
propylene glycol and glycerin. 


