
PRODUCTION OF CONCRETE  Abstract:   A process for producing ready-mixed
concrete is disclosed. The process includes the steps of separately
preparing  the aggregate and cement slurry and then mixing the two
components together to produce concrete. Specifically, the process includes
the steps of: charging a required amount of aggregate into a drum of a
mixer truck; forming a slurry of cementitious material, water  and chemical
additives, in required proportions; and charging a required amount of the
cementitious material slurry into the drum of  the mixer truck and mixing
the slurry and the aggregate in the truck to produce concrete. 


