
A catalytic cracking catalyst and catalytic cracking process for cracking
the 650 F+ portion in a heavy feed to lighter products. The catalytic
cracking catalyst contains a Y zeolite in a silica binder that is
substantially free of catalytically active alumina. The silica binder
contains silica gel as a component.    


