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Figure 2 TEM Image of Example 1 Crystals
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Figure 3 TEM Image of Comparative Example 4
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5  Figure 4 TEM image of example 3
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Figure 5 TEM image of example 6 crystals
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Figure 6 TEM image of example 8 crystals
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Figure 7
Hydroxyapatite Crystallite Morphology by XRD
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5  Figure 8 TEM Image of Example 11 at 100nm scale showing presence of nano-rods
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