Figures

intermittently sonicating a micro-nanocellulose suspension

}

injecting the treated micro-nanocellulose suspension to a micro-
nano scale microfluidic channel

!

observing how the micro-nanocellulose flows in the microfluidic
channel by a microscope

'

using a microscope directly connected CCD camera to capture the
micro-nanocellulose in the microfluidic channel

'

distinguishing nanocellulose from water according to different pixel
gray values of the nanocellulose and the water on an image
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